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NLGI % %]|NLGI Grade No. No.0 No.2
¥ 2t Dropping Point, °C, D2265 194 196
4 »~ R |Penetration, D217
60 worked, 1/10mm 368 280
10,000 worked, 1/10mm 381 286
) ¢ |Color, Visual Black Black
§ 1 #& ¥_{+|Oxidation Stability,D942
100hrs,Pressure Drop, psi 4.0 4.0
500hrs,Pressure Drop, psi 9.0 7.0
& % J 4 |Copper Corrosion, 100°C, 24hrs, D4048 la la
8 # |Soap Base Lithium Lithium
mt -k |Water Washout, 79°C, %, D1264 - 75
#& 4 2k A |Viscosity of Mineral oil, cSt @100°C, D445 19.02 19.02
A & S %.|Product No. LB80400 LB80402
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